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FOREWORD 

This final report presents the technical accomp- 

lishments achieved in the course of fulfilling contract 

NAS 7-691, Amendment No. 3,  "Electroformed Injector Fabri- 

cation Techniques." The effort described in this report 

was technically managed by the Jet Propulsion Laboratory 

for the National Aeronautics and Space Administration. The 

work reported herein was performed during the period from 

1 December 1969 to 28 February 1971. 

The NASA Program Manager is Mr. Frank E. Compitello, 

NASA Headquarters, Washington, D.C. The NASA Technical 

Manager is Mr. Gary Heidenreich, Jet Propulsion Laboratory, 

Pasadena, California. 

The Camin Laboratories Program Manager was Mr, Samuel 

Fialkoff and the Project Engineer was Dr. Sanford Hammer, Mr. 

Zdenek Cacha directed the electrochemical aspects of the 

investigation. The efforts of Dr. Vito D. Agosta ii? the design 

of the various electroformed assemblies are gratefully acknowl- 

edged. The contributions of Mr. Robert W. Riebling of the Jet 

Propulsion Laboratory, who initiated this research a m  develop- 

ment effort, are also acknowledged. 



ABSTRACT 

A program was conducted to continue the investigation 

and development of the electroforming technique as a f u l l y  

competitive and advantageous method of fabricating complex 

rocket motor injectors for high energy space storable liquid 

propellants. A previous effort (Ref. 1) had developed the 

techniques for fabrication of most of the basic elements, or 

building blocks of contemporary space storable injectors, 

These included: impinging jet injector elements (.015 inch to 

.030 inch diameter), high L/D orifices containing turbulence 

generating entries, individual micro-orifices in the -002 inch 

diameter range, complex feeder passages with variable cross 

sectional area, and impinging sheet injector elements, The 

results of the previous program were used to modify the design 

of a JPL 0F2/B2H6 1000 lbf thrust injector which was subse- 

quently fabricated and delivered to JPL during the program 

reported herein. 

The present program also included the evaluation of 

utilizing the electroforming process for impinging jet doublet 

elements with orifice diameters in the nominal range of .GO 3  

inches and fabrication of injector baffles containing internal 



iii 

cooling passages. In addition, the feasibility of electro- 

forming identical segments of a full injector face from a 

single master plate that represents only a portion of the 

entire injector was investigated. The use of electroforrning 

as a mechanism for joining the segments was also evaluated. 

Another original objective of the present program 

was the fabrication, completely by electroforming, of a lOOO 

lbf micro-orifice injector containing several thousand 

injection orifices having diameters in the 0.003 - 0.006 

inch range, and internally-cooled baffles. The intent was 

to demonstrate the feasibility of applying the electr~forrning 

technology evolving from this program to a space-storable 

micro-orifice injector not dependent upon stacked platelet 

technology. Such an electroformed micro-orifice injector 

was designed by JPL, and the drawings furnished to Camin 

Laboratories. Camin, in turn, prepared the final production 

drawings and planned the process sequence. However, before 

electroforming had begun, tests of platelet micro-orifice 

injectors conducted at JPL indicated that extremely small 

injection orifices were prone to internal plugging by the 



de~o~position products of diborane (B2H6), one of the pro- 

pellants. 

Midway through the program, therefore, JPL directed 

that fabrication of the micro-orifice injector not proceed. 

By mutual agreement, modification was made to the work 

statement to include in its stead a demonstration of the 

feasibility of chemical and/or thermal barrier materials 

as an integral part of electroformed nickel injectors or 

thrust chambers. 

The present program successfully demonstrated the 

feasibility of applying electroforming to the fabrication 

of complex injectors and indicated areas where additional 

research would be worthwhile; primarily in utilization of 

barrier materials with electroformed components. 



I N T  RODU C T I O N  

The overall objective of the work was the develop- 

ment of electroforming as a fully-competitive technique for 

the fabrication of camplex rocket engine injectors for high- 

energy, space-storable liquid propellants. This work was 

necessary because existing fabrication techniques have 

proven to be costly, time-consuming, and generally unsatis- 

factory with respect to the reproducibility of critical 

dimensions and hydraulic characteristics, and the integrity 

of brazed or welded joints. Previous tasks of this effort 

have demonstrated the feasibility of electroforming as a 

method for simply and economically fabricating advanced 

space-storable propellant injection elements, some of which 

cannot be adequately fabricated by any other means. During 

the course of the original investigation, the following 

results were established, (Ref. 1): 

1. Electroformed impinging jet elements with 

orifice diameters in the .020 - .030 inch 

range can be fabricated with reliable repro- 

ducibility of alignment, diameter and hy- 

draulic characteristics. 



2. The surface finish of the electroformed orifice 

was smoother than that obtained by drilling or 

electric discharge machining. 

3. Separate components can be assembled by using 

electroforming in place of welding. 

4. High L/D orifices (100:l) can be electroformed 

with contoured or threaded entries. Hydraulic 

reproducibility was + 2% and variations in 
geometry were indiscernible. 

5. Variable area manifolds which supply a number 

of orifices with constant cross flow velocity 

can be electroformed with reproducible flow 

characteristics. 

6. Orifices with diameters in the .002 inch to 

-005 inch range can be electroformed. A.side 

from the stacking of etched platelets, electro- 

forming is the only feasible method for faSri- 

cating reproducible micro-orifices with the 

necessary surface finish and depth requirements. 

However, there are several areas that can be 

further developed in order to improve the 



quality of the electroformed micro-orifice, 

Improved inspection and sorting procedures to 

reduce the dimensional variation of the g 1 z . s ~  

tubes will ensure a more uniform orifice di- 

ameter. Improved cleaning procedures employ- 

ing combinations of ultrasonic agitation, 

chemical etching and thermal cycling will 

aid in positive removal of orifice pin materials, 

Where a complete micro-orifice injector is to 

be fabricated, containing several thousand 

orifices, alternate methods of mandrel fabri- 

cation and subsequent electroforming operations 

should be developed. These would include pre- 

paring a mandrel that represents the smallest 

repeating segment of the injector and electre-. 

forming a sufficient number of these segments 

to synthesize a complete injector. 

7. Impinging sheet injection elements and orifice 

feed tubes can be electroformed as an integral 

unit devoid of welds and brazes. Hydraulic 



reproducibility of similar units can be main- 

tained at better than 3% maximum deviaticn, 

Electroforming techniques can be utilized to 

produce impinging sheet elements with more 

complex deflector surface geometry than is 

presently possible using conventional machin- 

ing processes. 

8. A contemporary 1000 lbf. thrust 0F2 /B2H6  

injector, originally designed for production 

by conventional methods, can be modified for 

compatibility with the electroforming process, 

The only modification necessary was changing 

the cross section of radial feed passages 

from circular to rectangular. The location, 

number, diameter, length and orientation of 

the orifices were not altered. The completed 

injector would be of one-piece constructicn 

devoid of any welds, brazes or joints. 

The purpose of the present work was to advance and 

extend the existing electroforming technology. This was 

accomplished by studying the applicability of electroforming 



to additional kinds of injection elements and accessories, 

providing workable solutions to the problems uncovered on 

earlier tasks, and investigating composite material electro- 

forms. The results of this work provide the rocket com- 

munity with a much-needed alternative injector fabrication 

technique. 

The present program was divided into two tasks: 

TASK IV - This phase involved the design, develop- 

ment of fabrication techniques, and testing of individual 

components of a baffled micro-orifice injector and the re- 

finement and continued study of previously developed fabri- 

cation procedures. This included: 

A - Impinging jet doublet elements with orifice 

diameters in the nominal range of .006", were designed, 

? - ?  ce fabricated and tested to ascertain the accuracy of orizr 

alignment, reproducibility of dimensions, surface finishes 

and the hydraulic characteristics attainable by using the 

electroforming process. 

B - The development of fabrication procedures 

for the electroforming of injector baffles containing in- 

ternal cooling passages. 



C - The investigation of the feasibility of 

electroforming repeating segments of a full injector face 

from a single master plate that represents only a portion 

of the entire injector. The use of electroforming t:o join 

the segments was also investigated. 

D - The continuation of fundamental studies in 

the areas of mandrel fabrication, cleaning procedures, 

deposition with ultrasonic agitation and those problem areas 

that arose as the work progressed. 

TASK V - 
A - To demonstrate the feasibility of, and 

generate preliminary design criteria for, the inclusion of 

chemical and/or thermal barrier materials as an integral 

part of an electroformed nickel injector body or thrust 

chamber. 

The injector face materials included: 

1 - Pyrolytic Graphite 

2 - Vitreous Carbon 

3 - Boron Carbide. 



The thrust chamber materials included: 

1 - Zirconium Carbide - Pyrolytic Gr>aphi-te 

2 - Zirconium Diboride 

3 - Vitreous Carbon. 

These materials were selected for investigation 

because of their demonstrated or potential compatibility 

with the combustion products of most space-storable pro- 

pellants. 



CONCLUSIONS AND RECOMMENDATIONS 

During the course of the present investigation the 

following conclusions were reached: 

1. Electroformed impinging jet elements with 

orifice diameters in the .006 inch diameter range can be 

fabricated with reliable reproducibility of alignment, 

diameter and hydraulic characteristics. 

2. Baffle configurations for liquid rocket in- 

jectors can be electroformed with internal cooling passages. 

3. A complete injector can be electroformed by 

combining several injector face sectors made from the same 

mandrel, which is itself only a sector of the full injector. 

The individual segments can be joined together using electro- 

forming techniques. 

4 Blistering of electroformed components during 

subsequent brazing operations to attach fittings, etc. is 

attributable to lack of cathode agitation during initial 

phases of deposition. It is recommended that all future 

electroformed components employ cathode agitation throughout 



the fabrication cycle. 

5. Electroformed nickel can be deposited on boron 

carbide, zirconium diboride, vitreous carbon and pyrbolytic 

graphite. There is evidence of diffusion of the nickel into 

the first two substrates but not for the latter two carbon- 

aceous materials. No conclusions have been reached with 

regard to deposition of nickel on the zirconium carbide- 

pyrolytic graphite composite substrate. 

6. Electroforming operations can be used to build 

a regenerative cooling passage configuration and outer close- 

out shell as a free standing liner of the barrier materials 

discussed in Item 5. 

7. This program has demonstrated that it is possible 

to fabricate complete, complex, flight-weight injectors 

for space-storable propellants solely by the electroforming 

process, without resorting to the often-troublesome joining 

processes of brazing, welding, or diffusion bonding, Such 

injectors are, further, fully competitive with those fabri- 

cated by conventional machining processes, with respect to 



dimensional and hydraulic reproducibility. However, electro- 

forming a complete injector is a very time-consuming process, 

and may not be cost-effective, It is therefore suggested 

that the injector designer consider electroforming for 

those parts of the injector -- orifices, baffles, complex 

internal feeder passages -- for which it is best suited, 

while using more conventional machining methods for such  

items as flanges, fitting attach points, and thick memoers -- 

for which electroforming is technically acceptable but very 

time-consuming. 



DISCUSSION 

The overall objective of this investigation was ro 

develop the electroforming technique as a fully competitive 

method for the fabrication of complex rocket injectors for 

high energy space storable liquid propellants. This work 

was deemed necessary because existing fabrication techniques 

have proven to be costly, time-consuming, and generally bn- 

satisfactory with respect to the reproducibility of critical 

dimensions and hydraulic characteristics, and the integrity 

of diffusion-bonded, brazed or welded joints. The Camin 

Laboratories method of producing such injectors involves 

electroforming the individual components of a complete ic- 

jector which are bonded together by electroforming to form 

an integral unit devoid of welds or brazes. 

In order to extend the state of the art of electro- 

forming as applied to injector fabrication, beyond the level 

achieved earlier under Contract NAS 7-691, an amendment was 

written to include additional work areas. The research 

effort was divided into two tasks. Task IV involved research 

and development of processes to demonstrate the capability 



of the electroforming process to fabricate additional types 

of constituent elements of a complete injector. The general 

approach was to develop mandrel designs and configurations 

and electrochemical processing paramete,rs to fabricate a 

series of flow devices which exemplify the various constit- 

uent elements. The individual devices were to be hydraul- 

ically tested in order to assess the reproducibility of 

hydraulic characteristics and dimensional control. The 

types of elements to be investigated included: impin.ging 

jet doublet elements with orifice diameters in the nominal 

range of . O O 6  inches, and injector face baffles conta.infng 

internal cooling passages. Task IV also included studying 

the feasibility of joining several pie-shaped sectors of 

a complete injector via the electroforming process. Each 

sector would be electroformed from the same mandrel. 

Successful application of this concept would considerably 

reduce the cost and complexity of tooling (mandrels) especially 

for those injectors containing large numbers of orifices, 

Task IV also encompassed a continuation of fundamental studies 

in the areas of mandrel fabrication, cleaning procedures and 

any other problem areas that might arise as the work progressed. 



Task V consisted of demonstrating the feasibility 

of including chemical and/or thermal barrier materials as 

an integral part of an electroformed nickel injector body 

or thrust chamber. The materials considered include pyro- 

lytic graphite, vitreous carbon, boron carbide, zirconium 

dibori.de and a zirconium carbide-pyrolytic graphite composite, 

Task I1 of Contract NAS 7-691 consisted of demon- 

strating the practical application of the developed electro- 

forming processes by fabricating one complete flight proto- 

type spacecraft engine injector. The injector was designed 

for service with 0F2/B H propellants at a nominal thrrst 
2 6 

level of 1000 lbf. The basic injector design was fuimished 

by the NASA Technical Manager but Camin Laboratories, Inc* 

implemented minor changes in the design to make its f a b r i -  

cation completely compatible with the electroforming process, 

The initial phases of fabrication of the injector were re- 

ported previously, (Ref. 11, However, the major fabrication 

effort was expended during the course of the present program. 

Therefore, fabrication of the 1000 lbf thrust injector will 

be documented in this report. 



TASK I1 

Subtask A. Redesign of a JPL 1000 lbf. thrust injector for 

compatibility with the electroforming process, 

In order to demonstrate the capabilities of e l e c t r c -  

forming as applied to liquid propellant injector fabrication, 

a flight-prototype spacecraft injector was manufactured, A 

design for a 1000 lbf. thrust injector for use with OF2/a2H6  

propellants was supplied by the NASA Technical Manager, This 

design was representative of contemporary units being evaluated 

for future missions (Ref. 2 ) ,  and was originally intended 

for fabrication by conventional machining and joining tech- 

niques. An assembly drawing of the unit is shown in Fig. I. 

The unit consisted of four major sub-assemblies; the injector 

body, manifold plate, enzian plate and injector ring. There 

are 56 fuel orifice tubes and 56 oxidizer orifice tubes 

arranged on a total of 32 rays. There are actually only 

four typical rays which are repeated every 45 degrees, The 

fuel orifice is .0225 inch diameter and the oxidizer orifice 

is .0292 inch diameter. Both orifices contain threaded- 

contoured entries. In addition, there are 32 fuel barrier- 



cooling orifices (.a122 inch diameter). If fabricated by 

conventional methods, all of the subassemblies would have 

to be furnace brazed together. 

The fuel inlet is on the centerline of the injector, 

From the main inlet the fuel flows radially through 32 

equally spaced face-cooling rays (-016 inch diameter) to 

a manifold formed between the injector ring and body, The 

barrier-cooling orifices are fed from this manifold. in 

addition, a total of 16 radial feed passages also emanate 

from this manifold. Each feed passage supplies fuel to 

either two or four fuel orifices and is formed by drilling 

a stepped hole to achieve a variable cross sectional area, 

The oxidizer inlet is off center and feeds a. 

variable area manifold formed between the manifold and 

enzian plate. The enzian plate contains 16 holes, located 

so as to distribute the oxidizer throughout the entire 

manifold formed by the injector body and enzian plate. 

The oxidizer is fed to the orifices through a series of 

holes drilled into the back of the injector body. 



Modifications of the original design were necessary 

in order to make the unit compatible with the electroform- 

ing process. However, certain fundamental design criteria 

were established. The location, number, diameter, length 

and orientation of the orifices would not be altered, 

The arrangement of inlets, mounting studs and overall 

diameter would be maintained for compatibility with m a t i n g  

hardware. The entire unit would be electroformed as an 

integral unit devoid of welds or brazes. 

In general, the major changes were in the cross 

section of the radial feed passages. Whereas the conven- 

tionally fabricated injector contained circular cross 

section passages, the electroformed unit would contain 

rectangular passages of equal cross sectional area. The 

countersinking of the orifice exits would be eliminated 

in the electroformed version. These are included in 

the conventional unit to provide a surface perpendicular 

to the drill that will form the hole for the orifice 

tube, and are not necessary in the electroformed unit. 



The unit was electroformed from the injector face surface 

to the propellant inlet surface in ten steps. Electro- 

deposition was interrupted at various points in the cycle 

to form internal manifolding and place filler materials. 

Subsequent deposition is adherant to the previous metal, 

The total length of the orifices is such that deposition 

along the axis of the orifice pin is practical. The contour- 

threaded entry was formed by tapping and chamfering the 

orifice inlets. The shape and orientation of the manifold 

formed by the injector body and injector plate are such 

that it is more readily formed after the injector is vir- 

tually completed. Therefore, the manifold was treated as 

non-existent until all other steps were completed, at which 

time it was machined into the body from the circumference 

of the unit. The manifold was then filled with wax and 

the equivalent of the injector ring was electroformed. 

A typical section of the electroformed injectar is 

shown in Fig. 2. The fuel passages that distribute pro- 

pellant to the orifices from the circumferential manifold 

are shown as milled slots of varying cross sectional area, 



After the milling operation was accomplished the orifice 

inlets were inspected, deburred as necessary, and the 

passages were filled with wax. Additional nickel was then 

deposited. The radial passages shown in section B were 

milled earlier, after approximately .200 inches of nickel 

had been deposited. The section through ray 4 shows the 

two film cooling orifices electroformed into the plate but 

not attached to any manifold. As explained previously, 

the circumferential manifold was formed later. In addition, 

a single oxidizer orifice was electroformed on ray 4. 

Another section through the injector is shown in 

Fig. 3. The oxidizer manifold, below the enzian plate, 

and the variable area feed passages to the orifices are 

shown. At this stage, the electroformed version of the 

conventional injector body had been formed. Figures 2 

and 3 together depict the electroformed version of the 

main fuel and oxidizer manifolding. In achieving the 

configuration shown in these figures, several intermediate 

machining operations were required. After deposition of 

at least .I90 inches of nickel the 32 radial passages and 

central core shown in Section B of Fig. 2 were machined. 



The passages were filled with wax and additional nickel 

deposited. At the . 3 4 4  inch level (Section A, Fig. '2) 

the fuel orifice entries were tapped and chamfered. These 

orifices were then filled with wax and additional nickel 

deposited until a total of .405 inches was accumulated. 

At this point, (Fig. 3 ) ,  the oxidizer orifices were tapped 

and chamfered. Since the nickel growth is nonuniform, 

facing operations were required to achieve uniform thickness. 

This required that the glass pins be chemically dissolved 

and new ones inserted after machining when additional 

orifice length was required. At the . 4 0 5  inch level all 

orifices were complete and were filled with wax. Nickel 

was deposited until a sufficient amount was present to 

machine the fuel manifold system shown in Fig. 2. The 

orifice entries were inspected, deburred as necessary, and 

the passages were filled with wax. Nickel was again deposi- 

ted until a total thickness of .605 inches was achieved. 

The oxidizer distribution system as shown in Fig. 3 was then 

machined. After filling these passages with wax, addrtional 

nickel was deposited and the oxidizer manifold ring (between 

the . 6 0 5  inch thickness and .699 inch thickness) was machined. 



The enzian plate and upper oxidizer manifold were 

formed by a series of similar deposition and machining 

operations. Figure 4 depicts the manner in which these 

components were electroformed into the injector. The enzian 

plate was formed by depositing and machining nickel r o  a 

thickness of .070 inches. A total of 16 holes ( . 3 4 4  inch 

diameter) were drilled into the lower oxidizer manifold, 

The cavities were filled with wax and an additional -300 

inches of nickel were deposited. The surface of the part 

was milled to achieve the non-uniform total thickness shown 

in Fig. 4. The variable area upper oxidizer manifold was 

then machined, the resulting passage filled with wax and 

additional nickel electroformed. A machining ope ratio^ 

formed the fuel and oxidizer inlets and the circumferential 

fuel manifold, Fig. 1. This latter manifold was filled 

with wax and the equivalent of the injector ring was electro- 

formed. The wax that filled the interior cavities was removed 

thermally and the entire unit was flushed with methyl ethyl- 

ketone and ultrasonically cleaned. Upon completion of the 

unit the injector was delivered to the Jet Propulsion Labora- 

tory for attachment of studs and fittings and for cold flow 

testing and hot firings. 



The electroformed injector described above is an 

integral unit equivalent to the multi-piece construction 

design supplied by the NASA Technical Manager. The mod- 

ifications that were made in order to produce compatibiiity 

with the electroforming process did not alter the hydraulic 

characteristics of the injector. The unitized electro- 

formed construction eliminated all of the problems ccmmonly 

associated with welds, brazes and diffusion-bonded joints 

when they are used in spacecraft type injectors. The 

successful application of the techniques developed during 

the Task I component study demonstrated the capabilities 

of the electroforming process to synthesize complex, 

sophisticated, flight type spacecraft injectors. 

It should be noted that in Task I it was demonstrated 

that each of the requisite "building-block" elements can be 

fabricated completely by electroforming, with conventional 

machining and joining techniques restricted to the creation 

of the mandrel. The redesign of the injector accomplished 

in this subtask, however, features modification of the 

electroform by several standard conventional operations 

(such as milling, drilling, tapping, machining, etc.) at 



various stages of its growth. These alternating steps of 

electroforming and machining represent the optimum symbi- 

osis of both operations,and are more cost-effective and 

economical in time than straight electroforming. They 

represent the combined technique whereby production in- 

jectors could be manufactured in a manner which most 

effectively exploits the advantages of both processes. 



Subtask B. Fabrication Details of electroformed 1000 l b f ,  

thrust injector. 

A nickel mandrel blank was designed and fabricated 

to produce the demonstration injector, Fig. 5. Holes were 

drilled in the master plate for positioning of glass pins 

that would ultimately form the orifices. The location and 

orientation of the holes were a transfer of the finished 

injector face. A typical element pair is shown in Fig. 5. 

The hole layout in the mandrel was inspected by inserting 

glass pins in the holes and checking angular orientation, 

alignment and location with the aid of a Comparitor. 

Five holes, of a total of 144, were found to be out of 

tolerance, either with respect to location or angular 

orientation. The tolerance requirements were .002 inch 

for decimals and 15 minutes for angles. The rejected 

holes were plugged, redrilled, and subsequently inspected 

and accepted. A major advantage of the electroforming 

process is exactly this ability to inspect the most critical 

dimensions, (orifice location and orientation) at the very 

beginning of the fabrication sequence. 



After inspection the mandrel was vapor degreased, 

pumiced, and ultrasonically cleaned in trichlorethylene, 

The reference surface and chucking surface of the mandrel 

were masked with vinyl tape. Three plastic screws were 

inserted in the tapped holes on the mandrel surface. 

Nickel was allowed to deposit around the screws, forming 

a tapped hole in the electroform which was used to bolt 

the electroform to the mandrel during subsequent machining 

operations. The glass pins that formed the orifices were 

inserted In the mandrel holes. Since the impingement dis- 

tance of the barrier cooling orifices permitted these 

holes to be drilled in the mandrel to a depth of only 

,030 inches, special fixturing was required to minimize 

the possibility of losing a glass pin during deposition, 

This consisted of mounting the mandrel on a lucite plate 

such that the mandrel face would always be directed up- 

wards. In addition, circulation and agitation of solution 

only was employed without agitation of the workpiece during 

the initial stages of electrodeposition. The mandrel 

assembly is shown prior to deposition in Fig. 6. The 

mandrel was placed in the electroforming bath and deposition 

was initiated at 10 amps per square foot. 



After a minimum thickness of ,190 inches was ob- 

tained the unit was removed from the bath. The plastic 

screws were removed and replaced with steel screws prior 

to machining the workpiece according to Section B of 

Fig. 2. An electroform can be removed from the mandrel 

at this point and mounted on a holder for the remainder 

of the fabrication cycle. The mandrel can then be used 

to start another injector. The holder is simply a man- 

drel blank without the glass positioning holes. Fig. 7 

shows the electroform with the radial fuel passages that 

connect the central fuel inlet with the circumferential 

fuel manifold. After machining, the glass pins were dis- 

solved by immersing the work in a 25% solution of hydro- 

fluoric acid for 20 minutes. The milled passages and 

the fuel barrier cooling orifices were filled with wax and 

the remaining holes were fitted with glass pins. The 

piece was then activated to obtain adhesion of subsequenr 

nickel deposition. This consisted of treating the worlc 

anodically at room temperature for 30 minutes in a 25% 

sulfuric acid solution, at 20 anps/sq. ft. and an addi- 

tional 5 minute treatment at 200 amps/sq. ft. After the 



electrocleaning operation, and without rinsing, the work 

was inserted in the electroforming bath with current on, 

The current density was again set at 10 amps/sq. ft. The 

above activation procedure was used each time the work 

was replaced in the electroforming bath. 

The work was next removed from the bath and 

machined to a uniform thickness of . 3 4 4  inches. The 

fuel orifice entrances were tapped and chamfered after 

all glass was dissolved. The tapped holes were filled 

with wax, the oxidizer orifice pins reinserted and addi- 

tional nickel was deposited after proper activation. At 

a thickness of . 4 0 5  inches, the remaining glass was dis- 

solved and the oxidizer orifice entrances were tapped 

and chamfered. The work was returned to the bath for 

additional nickel deposition after these orifices were 

filled with wax. 

After sufficient metal was deposited to achieve a 

uniform thickness of . 5 4 6  inches, the fuel manifold shown 

in Fig. 2 was machined. In addition, eight radial oxidizer 

feed passages connecting the central oxidizer inlet with 

the orifices located on the innermost circle were machined, 



A f t e r  t h e  m i l l i n g  o p e r a t i o n s  t h e  o r i f i c e  e n t r i e s  were  

i n s p e c t e d ,  d e b u r r e d  i f  n e c e s s a r y ,  and  a l l  c a v i t i e s  were  

f i l l e d  w i t h  wax. N i c k e l  w a s  a g a i n  d e p o s i t e d  t o  a c l e a n - u p  

t h i c k n e s s  o f  .605 i n c h e s  a t  which t i m e  t h e  o x i d i z e r  d i s t r i b -  

u t i o n  s y s t e m  w a s  mach ined ,  F i g .  3. A f t e r  f i l l i n g  t h e s e  

p a s s a g e s  w i t h  wax, a d d i t i o n a l  n i c k e l  was d e p o s i t e d  and  t h e  

o x i d i z e r  m a n i f o l d  r i n g  ( b e t w e e n  t h e  .605 i n c h  t h i c k n e s s  

and  .699 i n c h  t h i c k n e s s )  was machined .  F i g u r e  8 shows 

t h e  a c t u a l  u n i t  a t  t h i s  s t a g e  o f  deve lopmen t .  The a p p a r -  

e n t l y  r o u g h  areas i n  t h e  o x i d i z e r  f e e d  p a s s a g e s  i s  t h e  

f i l l e r  material  which had  b e e n  p l a c e d  t h e r e  p r i o r  t o  

mach in ing  t h e  m a n i f o l d  r i n g .  A s  a  r e s u l t  t h e  m i l l i n g  

c u t t e r  p a s s e s  o v e r  t h e  t o p  o f  t h e  wax r o u g h e n i n g  i t s  

s u r f a c e .  An a d d i t i o n a l  .070 i n c h e s  o f  n i c k e l  was d e p o s i t e d  

i n  o r d e r  t o  form a n  e q u i v a l e n t  e n z i a n  p l a t e  by d r i l l i n g  

a t o t a l  o f  16  h o l e s  ( . 3 4 4  i n c h  d i a m e t e r )  i n t o  t h e  l o w e r  

o x i d i z e r  m a n i f o l d ,  F i g .  4 .  The c a v i t i e s  were  f i l l e d  w i t h  

wax and  a n  a d d i t i o n a l  .300 i n c h e s  o f  n i c k e l  were  d e p o s i t e d ,  

The u n i t  was machined  t o  a c h i e v e  t h e  non-uniform t h i c k n e s s  

shown i n  F i g .  4 .  The v a r i a b l e  area u p p e r  o x i d i z e r  m a n i f o l d  

was m i l l e d ,  t h e  r e s u l t i n g  p a s s a g e  f i l l e d  w i t h  wax and  



additional nickel was deposited to close out the back 

side. At this point, the oxidizer and fuel inlets, stud 

mounting holes and circumferential fuel manifold were 

machined. This latter manifold was filled xith wax and 

an equivalent injector ring, Fig. 1, was electroformed, 

The injector contained two pressure taps and two thermo- 

couple taps. These holes were formed through the entire 

injector by positioning glass pins in the mandrel, and 

depositing metal around these pins for the first -190 

inches of thickness. The holes thus formed were filled 

with wax. After the injector was completed these holes 

were used as pilots to drill the through holes from the 

injector face through to the back of the unit. The in- 

jector was heated to 250°F to thermally remove the -.gax 

and then flushed with methyl ethyl ketone. This was fol- 

lowed by a thorough degreasing, back-flushing, and visual 

flow check to ensure that all orifices were clear. The 

completed injector, Fig. 9, which measures 4.500 inches 

in diameter by 1.300 inches thick was delivered to JPi 

for further cold flow and subsequent hot firing evaluation, 

During the course of the brazing operation, for attachment 



o f  s t u d s ,  a t  t h e  J e t  ?repulsion L a b o r a t o r y ,  s e v e r a l  s m a l l  

b l i s t e r s  w e r e  fo rmed on  t h e  i n j e c t o r  f a c e .  S u b s e q u e n t  

s t u d i e s  a t  Camin L a b o r a t o r i e s ,  I n c . ,  d e t e r m i n e d  t h e  cause 

and  p r o c e d u r e s  t o  e l i m i n a t e  t h i s  o c c u r r e n c e  i n  f u t u r e  

a p p l i c a t i o n s .  T h i s  i s  d i s c u s s e d  i n  d e t a i l  i n  t h i s  r e p o r t  

u n d e r  T a s k  I V ,  S u b t a s k  D .  



TASK IV 

Subtask A. Development and evaluation of the electroforming 

process for fabricating impinging jet micro- 

orifice doublet elements. 

The primary element in an injector is the orifice 

which meters and controls the propellant flow. A vast 

majority of injectors are designed so as to obtain i:%- 

pingement of jets issuing from neighboring orifices. 

The accuracy and reproducibility of the jet alignment is 

a major factor in determining atomization, mixture ratio 

distribution and ultimately rocket engine performance, 

An injector that is conventionally fabricated by milling, 

drilling and brazing operations contains several steps 

in the manufacturing sequence that are undesirable. The 

drilling of a large number of relatively small diameter 

holes in a hard material frequently results in drill break- 

age, jet misalignment, orifice diameter variations, etc. 

When these occur, it is generally after a considerable 

amount of time and money have been invested in the part. 



\tihere a multiplici-c:; of injectors are involved, the pro5- 

lems are of greater significance, since reproducibility 

from injector to injector is required. The tool marks 

left by drills on the inside of the orifice are another 

undesirable characteristic that inhibits the ability to 

obtain uniformity between orifices. The limitations of 

drilling are sometimes overcome by forming the orifices 

from tubes that are brazed into an injector plate. How- 

ever, the problems of leaks, distortion and high tempera- 

ture joining operations make this process less than 

desirable. 3ecent interest by the Jet Propulsion Labora- 

tory in micro-orifice injectors further compounds the 

manufacturing problems. 

The electroforming method of creating injector 

orifices consists of fabricating a single master plate 

that is a transfer of the injector face. Holes in the 

master plate are fitted with precise O.D. and controlled 

surface finish non-conducting pins. Orifices are formed 

by depositing nickel on to the master plate to a required 

thickness, separating the electroform from the plate and 

then removing the pins from the electrofor~.. The fahri- 

cation of the master plate is as difficult as fabricating 



a conventional injector plate. However, the master plate 

is a tool for the electroformer and can be used to generate 

a series of identical injectors. In addition, any proS- 

lems or errors that occur do so at the very outset of 

the fabrication sequence and can be corrected by simply 

filling the incorrect hole in the master plate and re-- 

drilling it. 

The choice of nickel as a master plate material, 

glass tubing as the pin for creating the orifice, and 

the composition of the electroforming bath have been pre- 

viously documented (Ref. 3 , 4 )  . 

Three typical micro-orifice impinging jet elements 

were designed in order to serve as a vehicle for develop- 

ing and evaluating the electroforming process as a method 

for fabricating these types of elements. The orifice 

diameters were selected as .0058 inches and .0078 inch.es 

which were sizes found on a contemplated Jet Propulsion Labora- 

tory flight prototype unit. The orifice angle (angle 

between the jet direction and normal to the plate) varies 

f ~ o m  lSO to 4S0. The impingement distance is ,078 inches 



f o r  u n i t s  one and two and , 1 1 0  i n c h e s  f o r  u n i t  number 

t h r e e .  These a r e  a g a i n  t y p i c a l  o f  t h e  impingement d i s -  

t a n c e s  on t h e  e n v i s i o n e d  f l i g h t  p r o t o t y p e  u n i t .  Mandrels 

f o r  t h e  t h r e e  u n i t s  were des igned  and f a b r i c a t e d  i n  ac- 

dordance  w i t h  F i g u r e  1 0 .  The mandrel  w a s  a two-piece 

u n i t  w i t h  a  c a v i t y  behind t h e  main p l a t e .  The h o l e s  i n  

t h e  main p l a t e  were .015 i n c h e s .  The g l a s s  o r i f i c e  p i n s  

c o n s i s t e d  o f  .0058 i n c h  o r  .0078 i n c h  O.D. t u b e s  f i t t e d  

i n t o  .015 i n c h  O.D. g l a s s  b u s h i n g s .  The n e c e s s a r y  p i n s  

were o r d e r e d ,  r e c e i v e d  and i n s p e c t e d .  A s  w i t h  p r e v i o u s  

o r d e r s  of g l a s s  p i n s ,  d i a m e t e r  t o l e r a n c e s  were found t o  

be  + . 0 0 0 2  i n c h e s .  The o r i f i c e  p i n s  were mounted i n  bush- 

i n g s  and t h e  assembly w a s  p o s i t i o n e d  i n  t h e  h o l e  i n  the 

mandrel  p l a t e  from t h e  b a c k s i d e .  The .015 i n c h  bushing 

was a l lowed  t o  t e r m i n a t e  w i t h i n  + .005 i n c h e s  o f  t h e  f r o n t  

o f  t h e  p l a t e .  The completed mandrel  a s s e m b l i e s  were i n s p e c t e d  

on a  J o n e s  and Lamson Compari tor  t o  v e r i f y  o r i f i c e  a l i g n -  

ment and impingement a c c u r a c y .  A l l  t h r e e  u n i t s  passed  

i n s p e c t i o n .  E l e c t r o f o r m i n g  o p e r a t i o n s  were i n i t i a t e d  by 

mechan ica l ly  and c h e m i c a l l y  c l e a n i n g  t h e  mandrel  and i n s e r t e d  

p i n s .  



Each mandrel was utilized to electroform three 

micro-orifice impinging elements. Each part was electro- 

formed to a thickness of .I20 inches and turned -- while still 

on the mandrel -- to a thickness of .lo0 inches. The plates 

were removed from the mandrel and the glass pins were dis- 

solved in hydrofluoric acid with the aid of ultrasonic 

agitation. Visual examination at 75 magnification revealed 

that the orifices were clear. Mechanical inspection of 

impingement and orifice diameters was made and found to be 

equal to the dimensional control of the mandrel. The 

individual face plates were fitted with manifolds and 

submitted for hydraulic calibration. The nominal data is 

shown below. 

PART NO. ORIFICE SIZES AP(PSI) WATER FLOW 
( cc/min > 



The p a r t  numbers r e f e r  t o  F i g u r e  1 0 .  C a l i b r a t i o n s  

were conducted  a t  p r e s s u r e  d rops  v a r y i n g  from 2 0  t o  8 0  p s i ,  

For  p a r t  number 1 t h e  maximum f low r a t e  d e v i a t i o n  i n  t h e  

t h r e e  u n i t s  was less  t h a n  5 % .  For  p a r t  number 2 t h e  devi- 

a t i o n  between t h e  l o w e s t  and h i g h e s t  u n i t s  was 6%- For 

p a r t  number 3 no a p p a r e n t  v a r i a t i o n  i n  f low r a t e  was noted, 

During t h e  c a l i b r a t i o n ,  v i s u a l  c o n f i r m a t i o n  of  impingefi-:ent 

was n o t e d  f o r  a l l  e l e m e n t s .  The above d a t a  i n d i c a t e s  a 

mass f low r a t e  d i s c h a r g e  c o e f f i c i e n t  o f  0 . 8 .  S e v e r a l  u n i t s  

were d e l i v e r e d  t o  NASA - J e t  P r o p u l s i o n  Labora to ry  f o r  

f u r t h e r  e v a l u a t i o n .  

I t  i s  o f  i n t e r e s t  t o  n o t e  t h e  use  o f  u l t r a s o n i c  

a g i t a t i o n  w i t h  s imul taneous  chemical  e t c h i n g  i n  o r d e r  t o  

remove t h e  g l a s s  p i n s  from t h e  e l e c t r o f o r m .  T h i s  h a s  

a p p a r e n t l y  e l i m i n a t e d  any r e s i d u e  from t h e  completed 

o r i f i c e s  a s  w i t n e s s e d  by t h e  r e s u l t s  o f  t h e  mechanic(3l 

i n s p e c t i o n  and h y d r a u l i c  c a l i b r a t i o n .  

A s  a  r e s u l t  o f  t h e  p r e s e n t  s t u d y ,  i t  i s  a p p a r e ~ . t  

t h a t  e l e c t r o f o r m i n g  can be u t i l i z e d  t o  f a b r i c a t e  a  mu:- 

t i p l i c i t y  o f  r e p r o d u c i b l e  impinging j e t  e l ements  i n  t h e  

m i c r o - o r i f i c e  r a n g e  from a  s i n g l e  m a s t e r .  



Subtask  B .  Development o f  f a b r i c a t i o n  p r o c e d u r e s  f o r  t h e  

e l e c t r o f o r m i n g  o f  i n j e c t o r  b a f f l e s  c o n t a i n i n g  

i n t e r n a l  c o o l i n g  p a s s a g e s .  

A r e s e a r c h  program was conducted  t o  develop p r o -  

c e d u r e s  f o r  t h e  e l e c t r o f o r m i n g  o f  i n j e c t o r  b a f f l e s  con- 

t a i n i n g  i n t e r n a l  c o o l i n g  p a s s a g e s .  The b a s i c  b a f f l e  con- 

f i g u r a t i o n  and d e s i g n  was p rov ided  by t h e  NASA T e c h n i c a l  

Manager. Drawings s u p p l i e d  t o  Camin L a b o r a t o r i e s  indicated 

t h a t  t h e  c o n f i g u r a t i o n  o f  c u r r e n t  i n t e r e s t  t o  J e t  P r c ) p ~ l s l o n  

Labora to ry  programs was a  s e r i e s  o f  r a d i a l  b a f f l e s ,  f e d  

from a  c e n t r a l  hub,  e a c h  c o n t a i n i n g  "s tacked1 '  c o o l i n g  

p a s s a g e s ,  i . e . ,  e a c h  b a f f l e  r a y  c o n t a i n e d  s e v e r a l  c o o l i n g  

c i r c u i t s  a t  v a r i o u s  d i s t a n c e s  above t h e  i n j e c t o r  f a c e ,  P 

t y p i c a l  r a d i a l  segment i s  shown i n  F i g u r e  11. C o n s i d e r a t i o n  

w a s  g i v e n  t o  t h e  manner i n  which t h e  b a f f l e  would be e l e c t r o -  

formed. E l e c t r o f o r m i n g  i n  a  d i r e c t i o n  outward from t h e  

i n j e c t o r  f a c e  would t h e o r e t i c a l l y  a l l o w  forming of  t h e  

e n t i r e  b a f f l e  c o n f i g u r a t i o n  ( a l l  s i x  r a y s  and t h e  c e n t r a l  

hub)  a s  a n  i n t e g r a l  u n i t .  However, t h e r e  were s e v e r a l  

f o r m i d a b l e  problems w i t h  t h i s  concep t .  A t o t a l  d e p o s i t i o n  



t h i c k n e s s  o f  .SO0 i n c h e s  would be r e q u i r e d  w i t h  a  s e r i e s  

o f  i n t e r m e d i a t e  machining o p e r a t i o n s  t o  form t h e  c o o l i n g  

p a s s a g e s .  From a  t e c h n i c a l  p o i n t  o f  view t h i s  i s  f e a s i b l e  

a l b e i t  economica l ly  d i sadvan tageous .  The major  t e c h n i c a l  

problem i s  t h e  requ i rement  o f  a  c o n t r o l l e d  wid th  o f  d e 2 0 s i . t ~  

i . e . ,  t h e  t h i c k n e s s  o f  t h e  r a y s  from f a c e  1 t o  f a c e  2 i n  

S e c t i o n  B-B o f  F i g u r e  11. I f  t h e  wid th  of  t h e  r a y s  a r e  

n o t  p r e c i s e l y  c o n t r o l l e d  d u r i n g  d e p o s i t i o n  by t h e  use  of 

s h i e l d s  and maskan t s ,  ex t remely  c r i t i c a l  machining opera -  

t i o n s  w i l l  be r e q u i r e d  a f t e r  d e p o s i t i o n  i s  comple ted .  I n  

o r d e r  t o  a v o i d  t h e s e  developmenta l  problems it was d e c i a e d  

t o  e l e c t r o f o r m  i n d i v i d u a l  segments o f  t h e  b a f f l e  i n  a  

d i r e c t i o n  from f a c e  1 t o  f a c e  2 .  The i n d i v i d u a l  segmenzs 

c o u l d  t h e n  be  assembled by combinat ions  o f  e l e c t r o f o r m i ~ g  

and e l e c t r o n  beam welding.  The mandrel  f o r  t h e  b a f f l e  

segment would be machined from n i c k e l  and c o n s i s t  o f  the 

p o r t i o n  of t h e  b a f f l e  from f a c e  1 t o  p l a n e  3 i n  S e c t i o n  

B-B o f  F i g u r e  11. The c o o l i n g  p a s s a g e  c i r c u i t  i s  t h e r e f o r e  

machined i n t o  t h e  b a f f l e ,  f i l l e d  w i t h  wax and t h e  t h i c k -  

n e s s  from p l a n e  3 t o  f a c e  2 i s  a d h e r a n t l y  e l e c t r o f o r m e d  

t o  t h e  "mandrel" .  T h i s  r e p r e s e n t s  t h e  most economical  



and  p r a c t i c a l  t e c h n i q u e  f o r  b a f f l e  f a b r i c a t i o n .  A drabjing 

o f  t h e  b a f f l e  mandre l  i s  shown i n  F i g u r e  1 2 .  The wax i s  

i n j e c t e d  i n t o  t h e  p a s s a g e s  w i t h  t h e  a i d  o f  a mold cover 

t h a t  i s  a s sembled  o n t o  t h e  m a n d r e l .  The mold c o v e r  and  

mandre l  c a u s e  t h e  i n j e c t e d  wax t o  form t h e  v a r i a b l e  area 

c o o l i n g  p a s s a g e s .  

T h r e e  b a f f l e  segments  m a n d r e l s  were machined t o -  

g e t h e r  w i t h  a mold c o v e r .  A f t e r  wax i s  i n j e c t e d  and  the 

mold c o v e r  i s  removed,  t h e  wax form p r o t r u d e s  above  the 

mandre l  s u r f a c e .  T h i s  i s  s im i l a r  t o  t e c h n i q u e s  p r e v i o u s l y  

employed t o  form v a r i a b l e  area m a n i f o l d s  i n  i n j e c t o r s ,  

It  h a s  been  l e a r n e d  f rom e x p e r i e n c e  t h a t  t h e  n i c k e l  that 

i s  d e p o s i t e d  up and  a round  t h e  p r o t r u d i n g  wax forms  h a s  E 

t e n d e n c y  t o  b e  more p o r o u s  t h a n  t h e  n i c k e l  d e p o s i t e d  d i -  

r e c t l y  on a me ta l l i c  mandre l  s u r f a c e .  A c c o r d i n g l y  t h e  

b a f f l e  segments  were  e l e c t r o f o r m e d  a t  a l o w e r  c u r r e n t  

d e n s i t y  t h a n  u s u a l ,  LO ASF, and  w i t h  g r e a t e r  a g i t a t i o n  

i n  o r d e r  t o  a v o i d  p i t t i n g .  

T h r e e  b a f f l e s  segments  were f a b r i c a t e d ,  f i t t e d  

w i t h  a mani fo ld  and  h y d r a u l i c a l l y  c a l i b r a t e d  t o  d e t e r m i n e  



r e p r o d u c i b i l i t y .  A t  80 p s i  p r e s s u r e  drop t h e  nominal f l o ~  

r a t e  was 3950 cc /min .  The d e v i a t i o n  between t h e  l o w e s t  

and h i g h e s t  u n i t  was 5 % .  A s i n g l e  u n i t  was c u t  i n  o r d e r  

t o  view t h e  c r o s s  s e c t i o n  th rough  b o t h  l e g s  o f  t h e  baffle, 

F i g u r e  1 3 .  I n  b o t h  p h o t o s ,  t h e  lower  h a l f  o f  t h e  u n i t  is 

t h e  mandrel  o r  machined n i c k e l .  The upper  p o r t i o n  r e p r e -  

s e n t s  t h e  e l e c t r o f o r m e d  p o r t i o n .  I n  t h e  upper  photo  t h e  

e l e c t r o f o r m e d  n i c k e l  i s  above t h e  t o p  o f  t h e  p a s s a g e s -  

I n  t h e  lower  f i g u r e  t h e  e l e c t r o f o r m e d  n i c k e l  s t a r t s  a t  a 

p o i n t  . 0 1 7  i n c h e s  below t h e  t o p  of  t h e  c o o l i n g  p a s s a g e ,  

The sample was a l s o  c u t  t o  expose t h e  i n t e r i o r  of  passage  

t h a t  was d e p o s i t e d  o v e r  t h e  wax, i . e . ,  t h e  upper  s u r f a c e s  

o f  t h e  c o o l i n g  p a s s a g e s  i n  F i g u r e  11. The n i c k e l  s u r f a c e  

d i d  n o t  a p p e a r  t o  c o n t a i n  any p i t s  o r  p o r o s i t y ,  r a t h e r  

t h e  p r e s e n c e  o f  s m a l l  nodu les  were n o t e d .  T h i s  i s  due t o  

s u r f a c e  p o r o s i t y  i n  t h e  molded wax. The nodu les  appeared  

no l a r g e r  t h a n  . 0 0 2  t o  .003 i n c h  i n  any d i r e c t i o n  and 

covered  approx imate ly  1 0 %  o f  t h e  s u r f a c e .  We b e l i e v e  

t h i s  t y p e  o f  s u r f a c e  c h a r a c t e r i s t i c  i s  s a t i s f a c t o r y  for a 

b a f f l e  c o o l i n g  p a s s a g e  and t h e  p r o c e d u r e s  u t i l i z e d  can  3e 

a p p l i e d  t o  a c t u a l  b a f f l e  f a b r i c a t i o n .  However, an  a l t e r -  

n a t e  b a f f l e  f a b r i c a t i o n  p r o c e d u r e ,  which e l i m i n a t e s  t h e  



need t o  grow up and o v e r  a  p r o t r u d i n g  wax s u r f a c e  was 

i n v e s t i g a t e d .  

The t e c h n i q u e  c o n s i s t s  o f  machining t h e  e n t i r e  

c o o l i n g  p a s s a g e  c i r c u i t  i n t o  a  p l a t e  o f  n i c k e l .  The 

machined grooves  a r e  f i l l e d  w i t h  wax f l u s h  t o  t h e  n i c k e l  

s u r f a c e  and a  c o v e r i n g  p l a t e  i s  e l e c t r o f o r m e d .  T h i s  p r o -  

c e s s  i n v o l v e s  more p r e c i s e  machining t h a n  t h e  o r i g i n a l  

f a b r i c a t i o n  method b u t  l e s s  c r i t i c a l  wax molding and 

e l e c t r o d e p o s i t i o n  p r o c e s s e s .  Two coo led  b a f f l e  segments 

were f a b r i c a t e d  by t h i s  a l t e r n a t e  method and s e c t i o n e d  

f o r  comparison w i t h  t h e  o r i g i n a l  method. A s  e x p e c t e d ,  

t h e  c o o l i n g  p a s s a g e  s u r f a c e s  a r e  smoother  and t h e  c r o s s  

s e c t i o n  i s  more p r e c i s e  t h a n  t h a t  o b t a i n e d  w i t h  t h e  

o r i g i n a l  f a b r i c a t i o n  sequence ,  F i g u r e  1 4 .  



Subtask  C .  I n v e s t i g a t i o n  o f  t h e  f e a s i b i l i t y  o f  e l e c t r - o -  

f o r p i n g  r e p e a t i n g  segments o f  a  f u l l  i n j e c ~ t o r  

f a c e  from a  s i n g l e  m a s t e r  p l a t e  t h a t  r e p r e -  

s e n t s  o n l y  a  p o r t i o n  o f  t h e  e n t i r e  i n j e c t o r .  

I n  o r d e r  t o  e l e c t r o f o r m  i n j e c t o r s ,  it i s  n e c e s s a r y  

t o  produce  a  m a s t e r  p l a t e  by c o n v e n t i o n a l  f a b r i c a t i o n  

t e c h n i q u e s .  The m a s t e r  p l a t e  i s  a  t r a n s f e r  o f  t h e  f i n i s h e d  

i n j e c t o r  f a c e  and d r i l l i n g  o f  t h e  o r i f i c e  p i n  p o s i t i o n i n g  

h o l e s  i s  a s  d i f f i c u l t  a s  when a  c o n v e n t i o n a l l y  f a b r i c a t e d  

i n j e c t o r  f a c e  p l a t e  i s  produced.  However, t h e  m a s t e r  

p l a t e  i s  a  t o o l  f o r  t h e  e l e c t r o f o r m e r  and can be u t i l i z e d  

t o  g e n e r a t e  a  m u l t i p l i c i t y  o f  i n j e c t o r s .  Where a  micro-  

o r i f i c e  i n j e c t o r  c o n t a i n i n g  thousands  o f  .003 t o  .008 i n c h  

d i a m e t e r  h o l e s  i s  r e q u i r e d ,  it would be  advan tageous ,  even 

t o  t h e  e l e c t r o f o r m i n g  p r o c e s s ,  t o  e l i m i n a t e  t h e  need f o r  

d r i l l i n g  t h e  m a s t e r  p l a t e  o r  a t  l e a s t  r e d u c e  t h e  amount 

o f  h o l e s  t o  be  d r i l l e d .  

Towards t h i s  end ,  t h e  p r e s e n t  program i n c l u d e s  t h e  

i n v e s t i g a t i o n  o f  t h e  f e a s i b i l i t y  o f  e l e c t r o f o r m i n g  r e p e a t i n g  

segments  o f  a  f u l l  i n j e c t o r  f a c e  and t h e n  j o i n i n g  t h e s e  



segments to form the complete injector. In this manner, 

the master plate will represent only a portion of the 

entire injector. The number of holes to be drilled i.n 

the master is similarly reduced. 

For the purpose of this investigation a master 

plate representing a 90 degree segment of a showerhea-d 

injector with . 0 3 0  inch orifices was machined. Four 

segments, each . 0 6 0  inch thick, were electroformed from 

the same master. The four segments were fixtured so that 

additional electroforming could be utilized to increase 

the orifice length (plate thickness) to -100 inches and 

simultaneously join the four segments. Leak checks were 

conducted to determine if the electroformed joint was 

leak tight. The crack between segments on the face of 

the injector was examined to determine if it is necessary 

to eliminate it by additional electroforming. The use 

of electron beam welding was also considered as a method 

of joining the electroformed segments in the event electro- 

forming itself proved to be unsatisfactory. 

A simple injector was designed to evaluate the 

basic concept, Fig. 15. The unit contains 32 showerhead 



type .030 inch orifices arranged on 16 equally spaced 

rays. The orifice length is .080 inches. Alternate rays 

are fed either from a central core manifold or a circ:um- 

ferential manifold. 

A single 90 degree segment nickel mandrel containing 

eight holes for glass pins was machined for the purpose of 

electroforming four injector face segments. This mandrel 

was assembled with a 270 degree lucite shield and mandrei 

holder. The lucite surface protruded .040 inches above 

the nickel master surface, so that the edges of the elec~ro- 

formed nickel injector segment were formed precisely and 

required no further machining after the deposited nickel 

was machined flush to the lucite surface. 

A second technique was also explored. This con- 

sisted of utilizing a full 360 degree nickel master with 

holes for glass pins only in a 90 degree sector. A full 

circle of nickel was electroformed, from which the 90 

degree sector containing the orifices was cut. 

The top photo in Figure 16 shows the lucite shield -- 

nickel mandrel with deposited metal prior to machining. 



A turning operation, flush to the lucite surface, results 

in a . 0 4 0  inch thick, 90 degree sector nickel plate con- 

taining eight showerhead injector elements. The middle 

photo shows several electroformed segments together with 

the mandrel. The lower and left-hand segment in the middle 

photo were electroformed on the lucite-nickel mandrel and 

require no further edge trimming. The right-hand segment 

was cut from a deposit formed over a full 360 degree 

metallic mandrel and requires additional edge trimming. 

No major problems were encountered with either type of 

mandrel and four segments were electroformed from each 

type of mandrel. 

In each case, the four segments which were .040 

inches thick, were mounted on a full circular holder. 

Glass pins were inserted in the orifices formed in the 

injector face segments to increase the orifice length 

during subsequent metal deposition. The units were actl- 

vated and placed in the electroforming bath in order to 

join the segments and deposit sufficient metal for machin- 

ing of the manifolds. After a facing operation, which 

resulted in a total nickel thickness of .I20 inches, a 



series of radial and circumferential manifolds, .040 deep 

were machined. This results in an orifice length of .080 

inches and a nickel thickness of .040 inches between the 

point at which the four segments are joined and the bottom 

of the manifolds. The manifolds were filled with wax and 

a backplate of approximately .080 inches was deposited. 

The lower photo in Figure 16 shows the completed injector. 

After thorough cleaning and degreasing, the units were 

hydrostatically inspected. The internal manifolding is 

such that half of the orifices are fed through a central 

inlet fitting and the other half are fed through a fitting 

mounted near the circumference of the injector. Each in- 

let was separately supplied with water at 200 psi., one at 

a time. The outflow was examined and it was found that 

only those orifices connected via the internal manifold 

to the connection being fed, were discharging fluid. Thus 

there was no internal leakage between the "fuel" and 

"oxidizer" orifices, and the method of joining the original 

face plate segments by electroforming sealed the tfcrack'f 

between the original segments such that there was no hy- 

draulic leakage. 



The s u c c e s s  of  t h e  segment j o i n i n g  by e l e c t r o f o r m i n g  

o p e r a t i o n s  r e s u l t e d  i n  abandoning  any t h o u g h t s  o f  u s i n g  

e l e c t r o n  beam w e l d i n g  as a n  a l t e r n a t i v e  j o i n i n g  method,  

The s u c c e s s  o f  t h e  p r e v i o u s  i n v e s t i g a t i o n  s t r long ly  

recommends t h e  u s e  o f  t h e  segmented mandre l  c o n c e p t  as a 

means o f  b r i n g i n g  f u r t h e r  economies t o  t h e  e l e c t r o f o r m i n g  

p r o c e s s  as a p p l i e d  t o  i n j e c t o r  f a b r i c a t i o n .  



Subtask D. Continuation of fundamental studies. 

In any research and development effort, especially 

one associated with the development of fabrication tf..ch- 

niques, there is always a need for continuous refineinent 

and reappraisal of methods and techniques. During the 

course of the present effort, it was deemed necessary to 

examine three such areas. The first is concerned with 

the effect of orifice spacing on the deposition of nicke;; 

the second with cleaning procedures for the removal of 

glass pins and the last with the causes and elimination 

of blister formation on injector faces during brazing 

operations. 

The interest in micro-orifice injectors together 

with our present efforts to develop methods for electro- 

forming micro-orifice impinging jet dements indicated the 

need to examine the problems of electroforming face plates 

containing many elements in close proximity to one another, 

Accordingly, an injector plate containing twenty-five (25) 

.0058 inch diameter orifices arranged in five rows and 

five columns with a separation of .025 inches was designed. 

After fabrication of the mandrel and insertion of glass 

pins in a manner similar to that described in Task IV, 



S u b t a s k  A o f  t h i s  r e p o r t ,  e l e c t r o f o r m i n g  o p e r a t i o n s  were  

i n i t i a t e d .  I n  o r d e r  t o  promote  d e n s e  d e p o s i t i o n  i n  t h e  

r e g i o n s  be tween  t h e  p r o t r u d i n g  g l a s s  p i n s  b o t h  m e c h a n i c a l  

a g i t a t i o n  o f  t h e  s o l u t i o n  and  r o t a t i o n  o f  t h e  mandre l  were  

employed.  When t h e  work was i n s p e c t e d  a f t e r  a p p r o x i m a t e l y  

.040 i n c h e s  were  d e p o s i t e d  s e v e r a l  g l a s s  = i n s  -$:ere found  

t o  h a v e  b e e n  d i s l o d g e d .  The d e p o s i t  was s t r i p p e d  and -the 

mandre l  w a s  r e f i t t e d  w i t h  g l a s s  p i n s .  3 u r i n g  t h e  i n i t i a l  

s t a g e s  o f  d e p o s i t i o n ,  t h e  mandre l  was h e l d  s t a t i o n a r y  and 

o n l y  m e c h a n i c a l  a g i t a t i o n  o f  s o l u t i o n  was u s e d .  After 

s u f f i c i e n t  metal was d e p o s i t e d ,  and t h e  p i n s  were  " l c c k e d "  

i n  p l a c e ,  m a n d r e l  a g i t a t i o n  was employed. 

Metal w a s  d e p o s i t e d  t o  a t h i c k n e s s  i n  e x c e s s  o f  

. l o 0  i n c h e s .  The r e g i o n s  be tween  g l a s s  p i n s ,  b e i n g  s h i e l d e d ,  

o f  c o u r s e  grew a t  a  s l o w e r  r a t e  t h a n  t h e  e x t e r i o r  p o r t i o n s  

o f  t h e  mandre l .  I t  i s  p o s s i b l e  however t o  a c h i e v e  .lo0 

i n c h e s  i n  t h e  r e g i o n s  o f  t h e  o r i f i c e s  by p l a t i n g  t o  t5: I L C ~ -  

n e s s e s  o f  .130 on  t h e  e x t r e m i t i e s  o f  t h e  m a n d r e l .  I t  i s  

a l s o  p o s s i b l e  t o  d e s i g n  s h i e l d s  f o r  t h e  e x t e r n a l  r e g i o n s  

o f  t h e  mandre l  i n  o r d e r  t o  i n h i b i t  metal growth  i n  t h o s e  

r e g i o n s .  



M i c r o s c o p i c  e x a m i n a t i o n  o f  t h e  m e t a l  i n  t h e  r e g i o n  

be tween  t h e  p i n s  i n d i c a t e d  t h a t  it had b a s i c a l l y  t h e  same 

g r a i n  s t r u c t u r e  as m e t a l  d e p o s i t e d  on  t h e  o u t e r  e x t r e m i t i e s  

o f  t h e  m a n d r e l .  

Dur ing  p r e v i o u s  s t u d i e s  o f  e l e c t r o f o r m i n g  t e c h -  

n i q u e s  as a p p l i e d  t o  i n j e c t o r  f a b r i c a t i o n ,  t h e  methods 

employed t o  remove g l a s s  p i n s  f rom t h e  d e p o s i t e d  m e t a l  

were  n e v e r  c o m p l e t e l y  s a t i s f a c t o r y .  The g l a s s  i s  c h e m i c a l l y  

removed by immers ing  t h e  e n t i r e  work p i e c e  i n  a hydro -  

f l u o r i c  a c i d  s o l u t i o n ,  The g l a s s  p i n s  a r e  a c t u a l l y  tubes 

s o  t h a t  t h e  h y d r o f l u o r i c  a c i d  can  a t t a c k  t h e  g l a s s  on as 

l a r g e  a s u r f a c e  a r e a  as p o s s i b l e .  P r e v i o u s  s t u d i e s  s ? : c ~ ~ e d  

t h a t  i f  t h e  work r ema ined  i n  t h e  h y d r o f l u o r i c  a c i d  f o r  a 

p e r i o d  o f  t i m e  l o n g  enough t o  c o m p l e t e l y  remove t h e  giass, 

some e t c h i n g  o f  t h e  n i c k e l  o c c u r r e d  t o g e t h e r  w i t h  a  k J e l l -  

mouth ing  o f  t h e  o r i f i c e  i n l e t s  and  e x i t s .  On t h e  o t h e r  

h a n d ,  i f  t h e  work was removed p r i o r  t o  o n s e t  o f  t h e  e t c n i r i g ,  

s m a l l  amounts o f  r e s i d u e  were found  on t h e  i n s i d e  o f  thz 

o r i f i c e s  ., 

T h i s  problem bas been  a t t a c k e d  i n  a  s i m p l e  and s - t r a i g h t -  

f o r w a r d  manner by emp3oying u l t r a s o n i c  a g i t a t i o n  d u r i n g  



immersion in the hydrofluoric acid. All orifice specime~s 

fabricated during this effort employed this technique and 

no evidence of glass residue was found. However, some 

bellmouthing was still evident and this area requires E u r t k e r  

investigation. 

The injector fabricated and shipped to the Jet 

Propulsion Laboratory, described in this report under Tasi 

I1 was prepared for brazing of mounting bolts and other 

appurtenances by Jet Propulsion Laboratory personnel, 

During the furnace brazing operation at 1800°F, small 

blisters formed on the injector face, Figure 17, Biis-cers 

were not found on the circumference or back face of the 

injector. 

2 COT: Investigations were conducted to determine the re-, 

for the formation of these small blisters. The Slis~ex7s 

were believed to be the result of thermal expansion of 

trapped inclusions of gas evolved during the electrofo~~~ing 

process. During most electroforming operations caehode 

agitation is employed to inhibit bubble formation on tile 

work-piece, However, the first electroforming operation 

performed on this injector involved deposition of nickel 



on a  mandrel  which c o n t a i n e d  1 4 4  p r o t r u d i n g  g l a s s  p i n s ,  

The u s e  o f  c a t h o d i c  a g i t a t i o n  d u r i n g  t h e  i n i t i a l  e l e c t r o -  

forming p r o c e s s  posed t h e  p r o b a b i l i t y  o f  d i s l o d g i n g  a 

g l a s s  p i n  from t h e  mandre l .  T h e r e f o r e ,  approx imate ly  

.030 - .040 i n c h e s  o f  n i c k e l  were d e p o s i t e d  b e f o r e  cathode 

a g i t a t i o n  w a s  employed. During t h e  remainder  o f  t h e  e l e c -  

t r o f o r m i n g  o p e r a t i o n s  t h e  work-piece w a s  c o n t i n u o u s l y  agi- 

t a t e d .  

S e v e r a l  s m a l l  i n j e c t o r  p l a t e s  w e r e  p r e p a r e d ,  u s i n g  

c a t h o d i c  a g i t a t i o n  from i n c e p t i o n  t o  c o n c l u s i o n .  S i m i l a r  

specimens were f a b r i c a t e d  w i t h o u t  any a g i t a t i o n  d u r i n g  the 

e n t i r e  d e p o s i t i o n  p r o c e s s ,  ( s t i l l  p l a t i n g ) .  These u n i t s ,  

t o g e t h e r  w i t h  s e v e r a l  t h a t  were f a b r i c a t e d  a t  t h e  beg inn ing  

o f  t h e  p r o j e c t  w i t h  con t inuous  c a t h o d e  a g i t a t i o n  were 

h e a t e d  t o  900°F and i n s p e c t e d  f o r  b l i s t e r s  and t h e n  heated 

t o  1800°F and i n s p e c t e d .  None of the  u n i t s  showed any 

s i g n s  o f  b l i s t e r i n g  a t  900°F. Only t h o s e  u n i t s  which 

were s t i l l  p l a t e d  showed e v i d e n c e  o f  b l i s t e r i n g  a t  1800BF,  

We t h e r e f o r e  conc lude  t h a t  t h e  b l i s t e r  f o r m a t i o n  d u r i n g  

t h e  b r a z i n g  o p e r a t i o n  i s  a t t r i b u t a b l e  t o  t h e  l a c k  o f  cathode 

a g i t a t i o n  d u r i n g  t h e  i n i t i a l  n i c k e l  d e p o s i t .  F u t u r e  



electroformed injectors must therefore be fabricated with 

continuous agitation of the work-piece starting with the 

very first nickel deposit. 



TASK V 

Subtask A. To demonstrate the feasibility of, and generate 

preliminary design criteria for, the inclusion 

of chemical and/or thermal barrier materials 

as an integral part of electroformed rocket 

motor components. 

The basic goal of this task was to increase the 

utility of the electroforming process as applied to rocket 

motor components by developing processes to incorporaee 

free-standing chemical and/or thermal barrier materials 

into electroformed structures. The refractory type materials 

considered were: 

1 - Pyrolytic graphite 

2 - Boron carbide 

3 - Vitreous carbon 

4 - Zirconium dibori.de 

5 - Zirconium Carbide - Pyrolytic Graphite. 

A laboratory scale program was conducted in order 

to investigate the following areas: 



1 - Deposition of metal on the candidate barrier 

materials. If the barrier material is a non-conductor 

of electricity then it is impossible to electrodeposit 

any metal directly to the substrate. In this case it 

is necessary to render the surface conductive by firing 

silver or nickel into the surface or applying electroless 

nickel to the surface of the barrier material. Electro- 

formed nickel can then be deposited into the interface. 

2 - Electrochemical processes for obtaining ad- 

hesion between the substrate and electroformed nickel, 

Proper cleaning and activation procedures were to be 

developed in order to obtain the maximum adhesion strength 

between the electroformed nickel and the substrate. 

Various procedures were qualitatively evaluated by filing 

or grinding the interface of a sample, wire brush burnish- 

ing, etc. After a promising system was developed, quanti- 

tative specimens were produced. These consisted of rods 

of the barrier materials with an electroformed nickel 

disk deposited on one end. The adhesion strength was 

determined by applying an axial load through the nickel 

disks mounted in a tensile test machine. 



After the laboratory scale program was completed, 

thrust chamber configurations were electroformed. 

Various cleaning and activation procedures were 

evaluated for depositing adherant electroformed nickel 

on the various substrates. Each of the candidate pro- 

cedures were qualitatively evaluated by depositing snsall 

quantities of nickel on the end of a cylindrical rod of 

the substrate and then filing or wire brushing the nickel/ 

barrier surface interface. The following electrochemical 

procedures were selected for further quantitative evalua- 

t ion. 

Boron Carbide 

1 - Roughen the substrate surface with sand paper 

2 - Rinse in methyl ethyl ketone 

3 - Hand pumice 

4 - Alkaline clean 
5 - Treat anodic in 30% sulfuric acid at 300 amps 

per square foot for two minutes. 

6 - Woods Nickel strike 

Anodic - 30 sec 

Cathodic - 30 sec 



Anodic - 5 sec 

Cathodic -30 sec 

Anodic - 5 sec 

Cathodic - 2 minutes 

7 - Deposit electroformed nickel from nickel sul - ,  

famate bath. 

Specimens made with the above procedure exhibited 

adhesion strengths of 10,000 psi. Examination of the 

electroformed nickel interface after testing revealed 

the presence of a boron carbide layer indicating that 

adhesion was obtained. Since the boron carbide is bas i ea1 l . y  

a passive type material a decision was made to modify the 

above electrochemical procedures to include a positive 

activation of the surface. Additional specimens were 

fabricated by replacing the anodic treatment in sulfuric 

acid (step 5) with a painting of the substrate surface 

with Dupont silver paint (Number 6260). The part was heated 

to 600°F, held for ten minutes and then heated to 1500°F 

and held for five minutes. After cooling in air, steps 

6 and 7 above were implemented. Test pieces made with 

this procedure exhibited adhesion strengths between 15,000 

and 18,000 psi, an increase in excess of 50%. The separation 



p l a n e  a g a i n  i n d i c a t e d  t h e  p r e s e n c e  o f  boron c a r b i d e  on 

t h e  n i c k e l .  

I t  i s  a p p r o p r i a t e  a t  t h i s  p o i n t  t o  d i s c u s s  t h e  

c o n f i g u r a t i o n  o f  t h e  t e s t  specimens .  The above p r o c e d u r e s  

and o t h e r s  developed f o r  v i t r e o u s  ca rbon  were u t i l i z e d  

i n i t i a l l y  t o  d e p o s i t  a  . I 2 5  i n c h  t h i c k  by -250 i n c h  dEa- 

meter n i c k e l  b u t t o n  on b o t h  ends  o f  a  .125 i n c h  d i a m e t e r  

by 1 . 0  i n c h  l o n g  c y l i n d e r  o f  t h e  s u b s t r a t e .  During mach- 

i n i n g  o f  t h e  p l a t e d  n i c k e l ,  s e v e r a l  s u b s t r a t e s  f r a c t u r e d ,  

Those specimens which w e r e  completed were t e s t e d  by apply- 

i n g  a n  a x i a l  t e n s i l e  l o a d  t h r o u g h  b o t h  n i c k e l  b u t t o n s ,  

However, t h e  s u b s t r a t e s  f r a c t u r e d  a s  soon a s  l o a d  was 

a p p l i e d ,  due s o l e l y  t o  t h e  f a c t  t h a t  t h e  l o a d s  were n o t  

p u r e l y  a x i a l  and t h e  s u b s t r a t e s  were t h e r e f o r e  s u b j e c t e d  

t o  bending l o a d s .  Our p r e v i o u s  e x p e r i e n c e  w i t h  t h e  can- 

d i d a t e  s u b s t r a t e s  i n d i c a t e d  t h a t  t h e y  were o f  c o u r s e  ve ry  

b r i t t l e  and r e l a t i v e l y  weak i n  l o a d i n g  c o n f i g u r a t i o n  o t h e r  

t h a n  p u r e l y  a x i a l .  

The above r e s u l t s  and c o n c l u s i o n s  were d i s c u s s e d  

w i t h  t h e  NASA P r o j e c t  Eng inee r  and it w a s  a g r e e d  t h a t  t h e  



n a t u r e  o f  t h e  bond between t h e  b a r r i e r  m a t e r i a l  and e l e c t r o -  

formed n i c k e l  would be  t e s t e d  by d e p o s i t i n g  a  f u l l  c y l i n d -  

r i c a l  j a c k e t  a round t h e  b a r r i e r  m a t e r i a l  c y l i n d e r .  A n  a x i a l  

compress ive  l o a d  would b e  a p p l i e d  t o  t h e  b a r r i e r  m a t e r i a l  

i n  o r d e r  t o  push it th rough  t h e  n i c k e l  j a c k e t .  By a c c u r a ~ e l y  

machining t h e  O . D .  o f  t h e  n i c k e l  j a c k e t ,  t h e  specimen c o u l d  

be h e l d  i n  a d i e  w h i l e  a  punch a p p l i e d  a  p u r e  a x i a l  f o r c e  

t o  t h e  s u b s t r a t e ,  F i g .  1 8 .  

V i t r e o u s  Carbon 

1 - S t e p s  1 t h r o u g h  4  as p e r  boron c a r b i d e  p r o c e d u r e s ,  

2 - Heat t r e a t  a t  400°F f o r  two h o u r s ,  1300°F f o r  

1 0  minu tes  f o l l o w e d  by a i r  c o o l i n g .  

3 - Soak i n  Woods Nicke l  b a t h  w i t h o u t  c u r r e n t  for 

1 0  minu tes  t h e n  t reat  as i n  s t e p  6 o f  boron c a r b i d e  p r o c e d u r e ,  

4 - Depos i t  e l e c t r o f o r m e d  n i c k e l  from n i c k e l  s u l f a m a t e  

b a t h .  

The above p r o c e d u r e s  were u t i l i z e d  t o  d e p o s i t  a 

. I 2 5  i n c h  t h i c k  w a l l  o f  e l e c t r o f o r m e d  n i c k e l  on a  .I25 

i n c h  d i a m e t e r  r o d  o f  v i t r e o u s  ca rbon .  The u l t i m a t e  s h e a r  

stress a p p l i e d  t o  t h e  v i t r e o u s  carbon samples was 4 2 5 0  p s i ,  



The s e p a r a t i o n  p l a n e  was s h a r p  and  c l e a n  i n d i c a t i n g   hat 

t h e  e l e c t r o f o r m e d  n i c k e l  d i d  n o t  d i f f u s e  i n t o  t h e  c a ~ r b o n  

s u r f a c e .  

A m o d i f i e d  p r o c e d u r e  f o r  d e p o s i t i n g  on  v i t r e o ~ s  

c a r b o n  was t r i e d ,  u t i l i z i n g  t h e  f i r e d  s i l v e r  p a i n t  prior 

t o  t h e  Woods Nickel s t r i k e .  T e s t  s amples  f a b r i c a t e d  i n  

t h i s  manner had  f a i l u r e  s h e a r  stresses o f  5 2 0 0  p s i ,  Tnc 

s e p a r a t i o n  p l a n e  w a s  a g a i n  c l e a n  and  s h a r p  w i t h  v e r y  

l i t t l e  i n d i c a t i o n  o f  c a r b o n  r e m a i n i n g  on t h e  i n t e r i o r  

n i c k e l  s u r f a c e ,  

P y r o l y t i c  G r a p h i t e  

1 - Roughen t h e  s u b s t r a t e  s u r f a c e  w i t h  sand pq3er 

2 - R i n s e  i n  m e t h y l  e t h y l  k e t o n e  

3 - Hand pumice 

4 - A l k a l i n e  c l e a n  

5 - E t c h  i n  3 0 %  h y d r o f l u o r F c  a c i d  f o r  f i v e  m i n c t e -  

6 - Brush  w i t h  me ta l l i c  s i l v e r  p a i n t  

7 - Heat t o  800°F u n i f o r m l y  i n  e i g h t  m i n u t e s  

8  - Heat t o  1250°F i n  s i x  m i n u t e s  



9 - Cool i n  ambient  

1 0  - T r e a t  a l t e r n a t e l y  a n o d i c  and c a t h o d i c  i n  Woods 

N i c k e l  

11 - Depos i t  e l e c t r o f o r m e d  n i c k e l  from n i c k e l  s u l f a a a t e  

b a t h .  

Three  p y r o l y t i c  g r a p h i t e  s u b s t r a t e s  (.400 i n c h e s  

l o n g ,  . 2 5 0  i n c h e s  d i a m e t e r )  were p r o c e s s e d  i n  accordance  

w i t h  p r o c e d u r e s  d e s c r i b e d  above.  The u n i t s  were t e s t e d  and 

found t o  have  u l t i m a t e  s h e a r  s t r e n g t h s  o f  5 2 0 0  p s i  2 5 % -  

The s e p a r a t i o n  p l a n e s  were r e l a t i v e l y  c l e a n  w i t h  l i t t l e  

e v i d e n c e  o f  n i c k e l  d i f f u s i o n  i n t o  t h e  p y r o l y t i c  g r a p h i t e ,  

P y r o l y t i c  Graphi te-Zirconium Carb ide  

The above p r o c e s s e s  were a l s o  u t i l i z e d  on t h e  Pyre-  

l y t i c  G r a p h i t e  - Zirconium Carb ide  s u b s t r a t e .  The samples 

o f  t h i s  m a t e r i a l  w e r e  s u p p l i e d  by J P L  and were f a b r i c a t e d  

as p a r t  of a c o n t r a c t u a l  e f f o r t  by Marquardt  C o r p o r a t i o n  

under  c o n t r a c t  No. NAS 7 -555 .  The m a t e r i a l  i s  e x t r e m e l y  

b r i t t l e  and m u l t i l a m i n a .  During t h e  h e a t i n g  c y c l e  for 

f i r i n g  i n  t h e  s i l v e r  p a i n t  t h e  sample c racked  and delam- 

i n a t e d .  The m a t e r i a l  w a s  a l s o  compl te ly  covered  w i t h  a 



w h i t e  powder upon removal  from t h e  oven. The change in 

c o l o r  from b l a c k  t o  w h i t e  o c c u r r e d  on a l l  exposed s u r f a c e s ,  

i n c l u d i n g  some t h a t  had n o t  been s i l v e r  p a i n t e d .  I t  a p p e a r s  

t h a t  o x i d a t i o n  o f  t h e  z i rcon ium o c c u r r e d .  No f u r t h e r  e f f o r t  

was expended on t h e  PG-ZrC composi te  b u t  a n  a t t e m p t  t o  use 

a n  i n e r t  a tmosphere  d u r i n g  f i r i n g  o f  t h e  s i l v e r  p a i n t  i s  

i n d i c a t e d .  

Zirconium D i b o r i d e  

Four specimens o f  Zirconium D i b o r i d e  (.400 inches 

l o n g ,  .250 i n c h e s  d i a m e t e r )  were j a c k e t e d  w i t h  n i c k e l ,  

Two c y l i n d e r s  w e r e  p r e p a r e d  u s i n g  t h e  o r i g i n a l  Boron Carbide  

c y c l e  (no  s i l v e r )  and two u n i t s  were p r o c e s s e d  i n  acc:ordznce 

w i t h  t h e  l a t e s t  Boron Carb ide  c y c l e .  The f i r s t  two u n i t s  

e x h i b i t e d  u l t i m a t e  s h e a r  s t r e s s e s  o f  4750 p s i  and 5 1 0 0  p s i ,  

The second s e t  o f  samples e x h i b i t e d  u l t i m a t e  s h e a r  s t r e s s e s  

o f  2 9 , 0 0 0  p s i  and 30,000 p s i .  The i n t e r i o r  o f  t h e  n i c k e l  

a g a i n  showed s i g n s  of Zirconium D i b o r i d e  on t h e  s u r f a c e .  

The l a s t  phase  o f  t h e  p r o j e c t  was t o  demons t ra te  

t h e  a b i l i t y  t o  f a b r i c a t e  t y p i c a l  r e g e n e r a t i v e l y  coo led  



t h r u s t  chamber c o n f i g u r a t i o n s  u s i n g  b a r r i e r  m a t e r i a l  l i n e r s  

s u p p l i e d  by t h e  J e t  P r o p u l s i o n  L a b o r a t o r y .  These i n c l u d e d  

a specimen o f  p y r o l y t i c  g r a p h i t e ,  v i t r e o u s  c a r b o n ,  and t h e  

z i r c o n i u m  c a r b i d e  - p y r o l y t i c  g r a p h i t e  compos i t e .  T h e  

f i r s t  two samples  were  c y l i n d r i c a l  w i t h  a f l a r e d  c o n i c a l  

e n d ,  w h i l e  t h e  l a s t  sample w a s  a c o n t o u r e d  p r o t o t y p e  t h r u s t  

chamber c o n f i g u r a t i o n .  

The p r o c e d u r e s  d i s c u s s e d  p r e v i o u s l y  f o r  d e p o s i t i n g  

a d h e r a n t  n i c k e l  on p y r o l y t i c  g r a p h i t e  and v i t r e o u s  ca rbon  

were  employed t o  e n v e l o p  t h e  samples  w i t h  e l e c t r o f o r r n e d  

m e t a l .  I n  t h e  c a s e  o f   he p y r o l y t i c  g r a p h i t e  a  n e t  thick- 

n e s s  o f  ,150 i n c h e s  w a s  d e p o s i t e d .  A s e r i e s  cf e q u a l l y  

s p a c e d  .060 i n c h  wide by . l o 0  i n c h  deep g rooves  were a i l i e d  

t o  form a c o o l i n g  p a s s a g e .  The c o o l i n g  p a s s a g e  s p a c i n g  

w a s  s u c h  t h a t  a . 0 6 0  i n c h  wide r i b  remained  i n  t h e  c y l i n -  

d r i c a l  s e c t i o n .  The n i c k e l  t h i c k n e s s  between t h e  o u t s i d e  

o f  t h e  s u b s t r a t e  and t h e  bot tom o f  t h e  c o o l i n g  p a s s a g e  i s  

.050 i n c h e s .  A s imi la r  r i b - c o o l i n g  p a s s a g e  geometry was 

used  f o r  t h e  v i t r e o u s  c a r b o n  e x c e p t  t h a t  t h e  n i c k e l  layer 

between t h e  c a r b o n  and c o o l i n g  p a s s a g e  i s  o n l y  .030 i n c h e s ,  

S i n c e  no d e f i n i t i v e  p r o c e d u r e s  had  been  p r e v i o u s l y  

e s t a b l i s h e d  f o r  t h e  d e p o s i t i o n  o f  a d h e r a n t  n i c k e l  on t h e  



z i rcon ium c a r b i d e  - p y r o l y t i c  g r a p h i t e  compos i t e ,  t h e  

sample w a s  c l e a n e d  and t h e  s u r f a c e  was r e n d e r e d  conduczive  

by a p p l y i n g  a  c o a t i n g  o f  s i l v e r  p a i n t .  Due t o  t h e  apparen-r  

d e l a m i n a t i o n  and o x i d a t i o n  problem, t h e  s i l v e r  was not 

f i r e d  i n t o  t h e  s u r f a c e .  A s u f f i c i e n t  amount o f  n i c k e l  

w a s  d e p o s i t e d  t o  c r e a t e  t h e  same geometry a s  t h a t  eniployed 

on t h e  p y r o l y t i c  g r a p h i t e .  During t h e  machining opera -  

t i o n s  t h e r e  w a s  no r e l a t i v e  motion between t h e  n i c k e l  and 

t h e  s u b s t r a t e  i n d i c a t i n g  t h a t  t h e  n a t u r a l  p o r o s i t y  of the 

s u b s t r a t e  s u r f a c e  i s  s u f f i c i e n t  t o  g i v e  a t  l e a s t  a  mech- 

a n i c a l  bond between t h e  l i n e r  and e l e c t r o f o r m e d  nick:el j a c k e t .  

A l l  t h r e e  l i n e r s  w i t h  e l e c t r o f o r m e d  n i c k e l  r > i b /  

c o o l i n g  passage  c i r c u i t s  a r e  shown i n  F i g .  1 9 .  

F i g u r e  2 0  shows t h e  segment o f  t h e  v i t r e o u s  ( g l a s s y )  

carbon c o n t a i n i n g  t h e  r e g e n e r a t i v e  c o o l i n g  p a s s a g e s .  

Ljuc to  cost alcl tiiw limitatioils ~iecclcd to  determirle feasi i~i i i t j r  

and develop the Lasic electroforming parmeters  for  clcctroforming 

composite matcrials, it was not possible to  fabricate coq>ositcs h i t l i  

nickel or i f ices  cr co~~duc t  t i ~ c m a l  cycling zests on tlic sl?ecirncns, 
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